
EXISTING WALL OR CURB

TOP COAT - 1 12  (1.50)
GALLONS PER 100
SQUARE FEET

EPDM PRIMER - 3 4
(0.75) GALLONS PER
100 SQUARE FEET

LABOR SAV'R OVER
BATTEN BAR COMPLETELY
ENCAPSULATING BAR

INTERMEDIATE COAT - 1 12
(1.50) GALLONS PER 100
SQUARE FEET

SPRAYABLE MASTIC UNDER
BATTEN BAR LAY BAR INTO
SPRAYABLE MASTIC AND
SCREW APPLY

EXISTING EPDM
ROOF SURFACE

BATTEN BAR

NOTE: REMOVE EXISTING
BALLASTS BEFORE APPLICATION
AND CLEAN EXISTING ROOF
SURFACE BEFORE APPLYING
EPDM PRIMER

DWG NO.

CORPORATE HEADQUARTERS

5020 ENTERPRISE PARKWAY

SEVILLE, OHIO 44273

PHONE: (800) 457-4056

FAX: (330) 769-4153

HYKOTE APPLICATION AT

BATTEN BAR

WWW.HYLOAD.COM

HK E001

Detail for Application on Existing

EPDM Roofing Systems
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